Elemental Analysis (EDS)
Results




Results Report

This is the EDS spectrum of the
wood collected from Point of
Interest 1. The elemental analysis

shows that it consists of carbon and

oxygen. These elements are
characteristic of organic materials,
such as wood.

This is the EDS spectrum of the
threads collected from Point of
Interest 2. The elemental analysis
shows that they consist of carbon,
oxygen, and nitrogen. These
elements are characteristic of
organic materials, such as fibers of
animal origin.
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Carbon (C) | 60%
Oxygen (0) | 30%
Nitrogen (N) | 10%
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