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Point of Interest 1: Green painting layer

This is the XRD pattern of the green
painting layer.

The analysis of the XRD pattern
confirms the presence of verdigris.

Point of Interest 2: Wood from the
plywood

This is the XRD pattern of the wood
sample. The analysis of the pattern
confirms the presence of cellulose,
which is a typical finding for wood
samples.
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